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Applicant: GOYA IMPORTACIONES Y DISTRIBUCIONES S.L 

Address: PLATAFORMA LOGISTICA DE ZARAGOZA C/TRAPANI 27 EDIFICIO 50197 SPAIN  

 

The following merchandise was (were) submitted and identified by client as: 

Sample Name: BAG  

Model No.: 38015,38016 

Sample Received Date: Jan. 30, 2018 

Completed Date: Jan. 30, 2018 

 

Test Result(s): Please refer to next page(s). 

 

Test Requested and Conclusion(s): 

No. Test Sample Standard and Requirement Conclusion(s) 

1  
Tested materials of submitted 

samples 

Client’s requirements on Total Cadmium 

(Cd) 
PASS 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Signed for and on Behalf of CTT 

 

                                             $英文章$ 

 

                        

Frank / Lab supervisor 

Consumer Testing Technology Co., Ltd. 
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Test Result(s):  

Total Cadmium (Cd)n 

Method: 

Metal – With reference to CPSC-CH-E1001-08.3 

Nonmetal – With reference to CPSC-CH-E1002-08.3 

Surface coating – With reference to CPSC-CH-E1003-09.1, analyzed by Atomic Absorption Spectroscopy 

(AAS) or Inductively Coupled Plasma Optical Emission Spectroscopy (ICP-OES). 

Material No. Client’s Limit (mg/kg) Result (mg/kg) Conclusion 

1  150 N.D. PASS 

2  150 N.D. PASS 

3  150 N.D. PASS 

 

Note: 

 

 

1. mg/kg = milligram per kilogram (ppm). 

2. N.D. = Not Detected (<RL). 

3. RL (Reporting Limit) = 2 mg/kg. 

 

Test Material List 

The following materials apply only to the samples submitted for chemical testing 

Material No. Description Location 

1 Black synthetic fiber with gray foam  Bag body  

2 Orange synthetic fiber with white foam  Bag body  

3 Yellow synthetic fiber with white foam  Bag body  
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Photo of Sample: 
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